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Ensembles of bismuth-donor spins in silicon are promising storage elements for microwave quantum
memories due to their long coherence times, which exceed seconds. The operation of an efficient quantum
memory requires the achievement of critical coupling between the spin ensemble and a suitable high-
quality factor resonator—this in turn requires a thorough understanding of the line shapes for the relevant
spin-resonance transitions, particularly considering the influence of the resonator itself on line broaden-
ing. Here, we present pulsed electron-spin-resonance measurements of ensembles of bismuth donors in
natural silicon, above which niobium superconducting resonators have been patterned. By studying spin
transitions across a range of frequencies and fields, we identify distinct line-broadening mechanisms and,
in particular, those that can be suppressed by operating at magnetic-field-insensitive “clock transitions.”
Given the donor concentrations and resonator used here, we measure a cooperativity C ∼ 0.2 and based
on our findings we discuss a route to achieve unit cooperativity, as required for a quantum memory.
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I. INTRODUCTION

Despite their impressive role in the demonstration of
“quantum supremacy” [1], the coherence time of supercon-
ducting qubits remains shorter than many other solid-state
systems. Complementing such superconducting quantum
processors with long-lived microwave quantum memories
could enhance their functionality, allowing quantum states
to be stored and retrieved for further processing on much
longer time scales. Ideal candidates for the storage element
of quantum memories are electron spin systems, which
exhibit long coherence times and possess suitable transi-
tions even in relatively low magnetic fields, to maximize
compatibility with superconducting circuits and qubits.
Bismuth donors in silicon have been identified as attrac-
tive candidates against such criteria [2], as they possess
a number of “clock transitions” at microwave frequen-
cies where the coupling of donor spins to each other, and
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to other sources of magnetic field noise, becomes heav-
ily suppressed. At such points, coherence times of 0.1 s
have been measured in natural silicon, rising to about 3 s in
isotopically enriched 28Si [3], over 4 orders of magnitude
longer than that in state-of-the-art superconducting qubits.

Microwave quantum memories require a cavity (typi-
cally a planar superconducting resonator) either critically
coupled [4] or strongly coupled [5,6] to an ensemble of
paramagnetic spins, allowing for coherent exchange of
quantum information. The coupling strength of the spin
ensemble to the resonator, gens, must be sufficient to at least
achieve cooperativity C = g2

ens/κγ equal to 1, where κ and
γ are the half width at half maximum (HWHM) of the
cavity and spin lines, respectively. In a cavity containing
N coherent spins with homogeneous single-spin coupling,
g0, the ensemble coupling strength, gens becomes enhanced
through collective coupling: gens = g0

√
N , [7]. A variety

of paramagnetic spin ensembles with spin concentrations
of 1017−20 cm−3 have already been used to demonstrate
high-cooperativity coupling to planar superconducting res-
onators [8–11]. For example, using phosphorus donors
in isotopically purified silicon, C ∼ 2 has been achieved;
however, the coherence time, T2, in that experiment was
limited to only approximately 2 ms, despite coherence
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times approaching seconds being measured in the same
spin system in the dilute limit and in the bulk [12]. The
use of clock transitions in bismuth offers the prospect
of achieving sufficient coupling while maintaining long
coherence times—for example, a recent study of bismuth
in 28Si coupled to an aluminum resonator has shown T2 =
0.3 s combined with C = 3.5 × 10−2 [13].

In addition to the ensemble coupling strength, which
can be modified by the choice of resonator design and
spin concentration, two further critical parameters are the
resonator and electron-spin-resonance (ESR) linewidths.
Superconducting resonators with quality factors above 106

(corresponding to linewidths less than 10 kHz) have been
demonstrated [14,15]. In contrast, ESR linewidths of bis-
muth donors in bulk-doped silicon have been measured at
the X band (approximately 9.7 GHz) to be 4.5 MHz in
silicon with natural isotopic abundance (natSi) and approx-
imately 0.1 MHz in ion-implanted isotopically enriched
28Si [2,16]. Thus, even for isotopically purified silicon, it
is the spin linewidth that determines the threshold of the
ensemble coupling strength required to enter the strong-
coupling regime and, if reduced, would increase cooper-
ativity. Furthermore, strain-induced line broadening [17]
has been observed for near-surface bismuth donors under-
neath aluminum resonators, showing ESR line shapes
dominated by inhomogeneous strain with linewidths of
approximately 7 MHz even in 28Si [18].

In this paper, we study the ESR linewidths of bismuth
donors in natural silicon, using niobium superconducting
resonators, which are expected to induce less strain in the
silicon due to a better matching of the thermal expan-
sion coefficient. Furthermore, by examining a range of
ESR transitions with different dependencies of the transi-
tion frequency (f ) upon the static external magnetic field
strength (B0), ∂f/∂B0—from approximately 28 GHz/T, the
gyromagnetic ratio of a free electron, down the limit at
which it tends to zero at a clock transition—we identify
different line-broadening mechanisms and expected lim-
its of linewidths. Based on our results, we establish how
sufficiently strong coupling can be achieved between Bi
donors and superconducting planar resonators to achieve a
high-efficiency quantum memory.

II. RESONATORS AND SPIN SYSTEM

We fabricate resonators on a natural silicon substrate,
using 100-nm-thick sputtered niobium films, deposited
using parameters that minimize film-induced strain in
the substrate at room temperature and patterned using a
standard lift-off process. The resonator design, shown in
Fig. 1(a), contains a coplanar capacitor and an inductive
hairpin, where the conductor width is reduced and which
is primarily responsible for coupling to spins. The hair-
pin geometry results in antiparallel microwave currents,
confining the magnetic fields close to the resonator and

improving the coupling efficiency to implanted layers of
spins. The bismuth atoms are introduced into the silicon
substrate, prior to resonator fabrication, by ion implanta-
tion into the top micron at a concentration of 1017 cm−3

[see Fig. 1(b)]. Samples are annealed at 900◦C for 5 min
to incorporate the bismuth atoms into the silicon lattice,
forming spin-active donors with an efficiency of approxi-
mately 60% [20]. We place the resonators inside a copper
3D box in a setup similar to that used in Ref. [21] and mea-
sure them in transmission mode using two antennae. A full
description of the fabrication and the measurement setup is
given in the Supplemental Material [22].

The frequencies of the planar microresonators span a
range from 6.28 to 7.55 GHz, intersecting with a number
of bismuth-donor ESR transitions, as shown in Fig. 1(f).
The bismuth-donor spin system comprises an electron spin
S = 1/2 bound to the nuclear spin of 209Bi I = 9/2 and is
described by the spin Hamiltonian in frequency units:

H/h = AI · S + γeB0 · S + γBiB0 · I, (1)

where A is the (isotropic) hyperfine coupling constant
(1.475 GHz [23,24]) and B0 is the external magnetic field,
while γe = 27.997(1) GHz/T and γBi = 6.9(2) MHz/T are,
respectively, the gyromagnetic ratios of the bound elec-
tron and the Bi nuclear spin [3]. The spin eigenstates in
the low-field regime are best described by a total spin
quantum number F = I + S and its projection onto B0,
mF . Two classes of ESR transition arise, referred to as
Sx and Sz, which are, respectively, driven by microwave
fields B1 that are perpendicular and parallel to B0 [see
Fig. 1(f)]. Due to the different spatial distribution of such
microwave fields (simulated given approximately 50-nm
penetration depth in Nb [25]), as shown in Figs. 1(c)
and 1(d), spins undergoing these different transitions are
found in distinct physical locations around the inductor: Sz
transitions couple most strongly for spins directly beneath
the resonator inductor wires and Sx transitions for spins
between the inductor wires. The different transitions obey
different selection rules, where �F�mF = ±1 for Sx tran-
sitions and �mF = 0 for Sz. The Sx transitions come in
pairs closely spaced in frequency with one transition cor-
responding to �F�mF = +1 and another �F�mF = −1.
At most fields, the separation of these transitions is less
than the bismuth linewidth, so they cannot be resolved. A
more detailed analysis of the spin energy-level diagram is
given in the Supplemental Material [22].

III. CONTINUOUS WAVE ESR

We first detect the ESR transitions in a continuous-wave
(cw) approach by measuring microwave transmission
S21 through the microresonator, using a vector-network
analyzer (VNA). Figure 2(a) shows both the quadratic
decrease in the resonator frequency with an increasing
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FIG. 1. (a) The layout of the resonator with a detail of the
inductor, showing dashed black lines to indicate the cross sec-
tions taken in (c) and (d). The axes are shown with X perpen-
dicular to the substrate surface, Y along the hairpin inductor,
and Z perpendicular to the inductor. (b) The implantation pro-
file of Bi calculated by Monte Carlo simulations using the SRIM
package [19]. (c),(d) Two-dimensional (2D) finite-element (FE)
simulations of the microwave magnetic field B1 due to zero-point
fluctuations of the resonator current, assuming a 100 � charac-
teristic impedance: (c) and (d), respectively, show components
that are parallel and perpendicular to the static magnetic field B0
and, correspondingly, that drive Sz and Sx transitions. (e) FE sim-
ulations of shifts in the Bi donor hyperfine constant due to strain
due to the mismatch of the thermal expansion coefficient between
silicon and niobium. (f) The spectrum of the Sz (red) and Sx
(blue) spin transitions in Bi-Si as a function of the magnetic field.
The dashed lines indicate the frequencies of the superconduct-
ing planar (black) and nonsuperconducting three-dimensional
(3D) (green) resonators used in this work. Five superconducting
resonators are labeled A–E, with A (E) the highest- (lowest-) fre-
quency resonator. There are several resonators at slightly higher
frequencies than resonator C, which are not shown here.

magnetic field (due to the increase in the kinetic induc-
tance of the superconductor [26,27]), as well as a series
of avoided crossings where spin transitions couple to the
resonator. By fitting the microwave transmission to a Fano
resonance function [28] at each magnetic field value, the
shift in the resonator frequency and the reduction of the
quality factor caused by coupling to the spin transition can
be observed [for example, see Fig. 2(b)]. When resonant

(a) (b)

FIG. 2. (a) The field-dependent transmission S21 through the
cavity, showing the quadratic dependence of the frequency of
resonator B on the magnetic field. The interactions between
spins and the resonator are highlighted with arrows, where white
(green) arrows identify Sx (Sz) transitions. The Sx transition
shown in (b) is labeled with a yellow arrow. (b) The fit to cw data
of an Sx transition with ∂f/∂B0 = −0.11γe, showing an ensem-
ble coupling strength of 120 kHz and a cooperativity of 0.2. The
temperature is 140 mK.

with a spin transition the measured resonator linewidth κ ,
and frequency, fres, are determined by the spin line width
and ensemble coupling [29]:

κ = κ0 + g2
ensγ

�2 + γ 2 , (2)

f = f0 − g2
ens�

�2 + γ 2 , (3)

where κ0 and f0 are, respectively, the half width and fre-
quency of the resonator in the absence of spins and the
detuning � = (B0 − BR) × ∂f/∂B0, where BR is the mag-
netic field at which the spins and the resonator are resonant.
The cw data therefore give a measure of the spin linewidth
and also a measure of ensemble coupling strength—for
example, fits to the data shown in Fig. 2(b) give gens =
120(10) kHz and γ = 1.6(2) MHz. Together, these result
in a cooperativity C ∼ 0.2 that, while the highest value
reported thus far for bismuth donors, is a factor of 5 too
small to achieve critical coupling.

IV. PULSED ESR

To measure the spin-resonance line shape in greater
detail, the magnetic field is swept as pulsed ESR measure-
ments are performed at the resonator frequency. A Carr-
Purcell-Meiboom-Gill (CPMG) pulse sequence [30,31] is
applied for the purposes of “echo-train averaging” [32] and
the emitted electron spin-echo signal is amplified at mul-
tiple stages and captured on a digitizer (full details of the
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spectrometer and averaging scheme are shown in the Sup-
plemental Material [22]). The echo amplitude measured
as a function of the magnetic field in an echo-detected
field sweep (EDFS) is shown for a representative Sz tran-
sition (6.8 GHz, ∂f/∂B0 = −0.12γe) in Fig. 3(a). These
line shapes are well described by a sum of Gaussians
with centers determined by shifts to the hyperfine con-
stant due to the average mass of nearest-neighbor silicon
atoms weighted by the probability of each configuration
of neighbors based on the natural isotopic abundance [33].
Given that the relative amplitude and field shift for each of
these additional peaks is fixed and known, we only need
two free parameters for the fit: the central magnetic field
and the common width of the constituent Gaussians (for
more details, see the Supplemental Material [22]). The line
widths (half widths at half maximum) extracted in this way
are shown in Fig. 3(c) for a number of Sx and Sz transi-
tions, plotted as a function of the first-order magnetic field
sensitivity, ∂f/∂B0, for each transition. The linear depen-
dence of the linewidth upon ∂f/∂B0 implies approximately
0.5 mT variations in effective magnetic field, arising from
random distributions in 29Si nuclei.

Of particular interest is the limiting case in which
∂f/∂B0 ∼ 0, for example around the 6.76 GHz Sz “clock
transition,” where Fig. 3(b) shows the echo-detected mag-
netic field sweep as resonator C is tuned downward in
frequency by tilting the applied field with respect to the
resonator plane [14]. EDFSs are collected at each B0 as
the resonator is tuned and are also shown in Fig. 3(b).
When the resonator is at a higher frequency (with the field
perfectly aligned in the resonator plane), distinct peaks
in echo amplitude on either side of the clock transition
are clearly resolved. As the resonator frequency is tuned
downward, toward the clock transition, these peaks merge.
As in Ref. [3], we can use the clock transition to precisely
determine the value of the hyperfine constant in this sample
and we find that A = 1475.31 MHz, 140 kHz higher than
measured in 28Si, attributed to the larger average mass of
silicon atoms, which is expected to increase the hyperfine
constant by approximately 160 kHz [33]. In none of these
spectra are individual nearest-neighbor mass-shifted peaks
resolvable, implying that broadening of at least 0.85 MHz
remains in these devices. A minimum linewidth of approx-
imately 1.25 MHz is inferred from the fits, which, based on
the value of ∂f/∂A for this transition, equates to a HWHM
in A of 250 kHz, substantially greater than the value of
30 kHz measured in low-density bulk-doped Bi-natSi at a
clock transition [3].

In order to distinguish between potential contributions to
the broadening seen here (such as ion-implantation damage
or strain from the microresonator), we measure linewidths
in the ion-implanted sample using 3D microwave res-
onators (a sapphire ring at 9.66 GHz and a copper loop-gap
resonator at 7.3386 GHz). Far from the clock transition,
the measurements from the 3D resonator match well with
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FIG. 3. (a) The EDFS of a resonator with a slightly higher
frequency than that of resonator C crossing an Sz transition
with ∂f/∂B0 = −0.12γe and a fit considering known effects from
nearest-neighbor silicon isotopes. (b) The EDFS at an Sz clock
transition, where resonator C has been tuned downward, show-
ing well-resolved split peaks that merge when the resonator is
approaching clock transition. The solid lines show fits to the
(weakly field-dependent) resonator frequency and the dashed
black line shows the spin transition with the 1.25-MHz full width
at half maximum of the inhomogeneously broadened line shaded
in gray about the spin line. The dashed orange line overlaid on
the data shows a fit to the EDFS considering nearest-neighbor
masses, giving an intrinsic linewidth of 1.25 MHz. (c) Aggregate
data (all resonators) showing the widths of individual Gaussians
from fits as in (a) and (b) to transitions measured with different
∂f/∂B0, including Sx and Sz transitions measured using planar
microresonators, as well as Sx transitions measured in a 3D cav-
ity at the X band (9.66 GHz and 12 K) and a clock transition
(7.3386 GHz and 10 K). CPMG-based averaging of 100 echoes
is used to enhance the signal-to-noise ratio.

the results from the microresonators, while at the 7.3
GHz clock transition a linewidth of approximately 0.5
MHz is seen, equivalent to a HWHM in A of 0.1 MHz,
enabling Si isotope shifts to be resolved (see the Supple-
mental Material [22]). The difference in the distribution
of hyperfine couplings from bulk-doped Si and the ion-
implanted samples studied here could be caused either
by the 100× higher bismuth-donor concentration and/or
residual strain from ion implantation [20]. For spins in
silicon beneath patterned microresonators, strain is known
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to arise from the different coefficients of thermal expansion
(CTEs) of the various materials. While previous observa-
tions of microresonator-induced strain have been based on
aluminum [18,21], the niobium material used here has a
CTE that is better matched to that of silicon. As a result,
we observe shifts in the hyperfine constant that are approx-
imately half of those seen for aluminum resonators [18],
despite these aluminum resonators having a minimum fea-
ture size that is four times larger than the resonators in this
work.

Due to the inhomogeneous coupling between spins and
the microresonator, different spatial distributions of Bi
spins can be addressed by varying the power used in
pulsed ESR measurements [34]. For example, measure-
ments taken with lower microwave powers should be more
sensitive to spins that are closer (and thus, more strongly
coupled) to the resonator. In order to investigate the spa-
tial distribution of the ESR line broadening, we perform
power-dependent pulsed ESR measurements and compare
the results with 2D FE simulations of the strain distri-
bution and expected ESR signals [see Fig. 4]. Despite
this B1 inhomogeneity, uniform global manipulation of the
spin ensemble remains possible using techniques such as
adiabatic fast-passage [35,36].

We apply a 2-μs pulse of variable amplitude, followed
some time t = 10 ms later (where T2 � t � T1) by a
two-pulse Hahn echo-detection sequence with pulses at
2 μs and 4 μs, respectively, and τ = 60 μs, as shown in
Fig. 4(e). In these samples, T2 varies depending on the tran-
sition and shot repetition time, with all coherence lost after
waits longer than 1 ms, a detailed study of which is the
subject of future work. T1 varies between donors and is
determined by the Purcell effect [37,38], with virtually all
spins having T1 > 100 ms. Using a low “detection” power
for the Hahn echo sequence (−26 dBm at the source, which
is amplified and attenuated, giving approximately −26
dBm at the input antenna and further attenuated by inser-
tion loss; for details, see the Supplemental Material [22]),
we observe damped Rabi oscillations as expected, given
the large range of microwave magnetic field strengths
(B1) experienced by different spins. The detection power
determines the distribution of spins contributing to the
observed signal, as illustrated in the 2D simulations shown
in [Fig. 4(a)]. The contribution of each pixel goes as
g0 sin3[θ(r)] [39], where θ(r) = γeB1(r)Apulsetpulse is the
spatially varying tip angle induced by the first pulse in the
Hahn echo sequence of amplitude Apulse and duration tpulse.

Having selected a subensemble of spins through the
choice of “detection” power in the Hahn echo, we can then
understand the effect of sweeping the amplitude of the ini-
tial pulse. The simulated projection Sz of different spins
following this initial pulse is shown in Figs. 4(b)–4(d)
for different pulse amplitudes: at lower amplitudes, only
those spins closest to the resonator are flipped, while for
larger amplitudes multiple bands of spins can be identified,
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FIG. 4. Simulations of the echo amplitude are performed by
multiplying a contribution of each pixel (a) by the projection
of the pixel along z (b)–(d) and by integrating over pixels.
In (a)–(d), the resonator cross section is indicated in gray and
donors assumed to be ionized due to band bending are shown
in black. (a) The calculated contribution of each pixel to a spin
echo measured using a two-pulse Hahn echo sequence (π/2 −
t − π − t − echo). The pulse amplitude is chosen to best match
the data obtained, using a power of about −26 dBm at the input
antenna (estimated at approximately 5 × 105 photons in the res-
onator—see Sec. G in the Supplemental Material [22]). (b)–(d)
Simulated spatial variations of the z projection of spins follow-
ing a rectangular pulse of amplitude R = 0.1 V, R = 0.3 V, and
R = 0.5 V. (e) Experimental (blue crosses) and simulated (red
dashed line) Rabi oscillations collected on resonator C at the
Sz clock transition shown in Fig. 3(b) (microwave power −26
dBm). The inset pulse sequence shows the first rotation pulse in
magenta, the amplitude of which is swept in the Rabi experiment.
(f) Power-dependent echo-detected field sweeps collected with a
CPMG-1000 sequence on resonator C.

corresponding to spins having been rotated by even or
odd multiples of π . Summing over all cells, weighted
by their contribution to the detection Hahn-echo signal
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[Fig. 4(a)], gives the simulated Rabi oscillations shown in
Fig. 4(e). The qualitative agreement between the simulated
and experimental pulsed ESR measurements at low detec-
tion powers suggests that the simulations can be used to
understand the microscopic distribution of spins contribut-
ing to the signal in a given ESR experiment, with spins
closest to the resonator contributing most to experiments
performed with lower power.

By varying the detection power, we can obtain spin line
widths and line shapes for different spatial distributions of
spins [40], as shown in Fig. 4(f). At the highest drive power
of +5 dBm at the source, giving approximately 5 dBm at
the input antenna (as used in Fig. 3), the echo contains con-
tributions from many interfering bands of spins across a
wide cross-section area of silicon beneath the resonator,
extending across the implanted spins (see Figs. S7 and S8
in the Supplemental Material [22]). Reduction of the detec-
tion power reduces the distribution of spins and leads to
narrower features in the echo-detected field-swept spec-
tra. Oscillations in such spectra arise as different bands
of spatially distributed spins, with distinct strain-shifted
hyperfine constants, are tuned onto resonance at different
magnetic fields. The half width of these features is approx-
imately 0.5 MHz, similar to that seen in measurements
using 3D cavities, confirming that narrower linewidths can
be obtained by sampling a suitable subset of the spins to
minimize the effect of strain broadening and that magnetic
field broadening is not increased in these devices relative
to the 3D-cavity measurement. At the lowest powers (prob-
ing spins closest to the resonator), the spectrum becomes a
single broad peak—although the spatial distribution is now
very narrow, it corresponds to the region of highest strain,
that immediately next to the resonator. Further details
and simulations of these power-dependent magnetic field
spectra are presented in the Supplemental Material [22],
along with arguments ruling out the Meissner effect as a
contribution to line broadening for near-surface donors.

V. OUTLOOK AND CONCLUSIONS

A variety of approaches exist for increasing the coop-
erativity from the value of 0.2 measured here to the levels
required to achieve a bismuth-donor spin microwave quan-
tum memory. The first is simply to increase the density of
the implanted bismuth. While activation of the Bi donor
spins can become challenging at donor densities above
3 × 1017 cm−3, such a concentration would already pro-
vide a sufficient increase in the spin number to reach a
unit cooperativity that enables quantum memory through
a “critical coupling” protocol [4]. Additionally, the pro-
portion of resonant bismuth donors can be increased by
adjusting the nuclear spin populations from their thermal
equilibrium values using, for example, resonant radio-
frequency excitation [41] or optical pumping [41,42]. Such

an approach could increase the number of resonant spins
by over 12 times the equilibrium value.

As well as increasing the ensemble coupling strength
through the number of resonant spins, we consider tech-
niques to reduce the linewidth of the bismuth-donor spins.
The use of NatSi means that there are multiple nearest-
neighbor mass shifts to the Bi hyperfine constant and the
only 72% of the Bi has all four neighbors as 28Si. The
use of isotopically purified Si would concentrate all the
Bi donors into a single nearest-neighbor configuration and
increase the resonant spin density by approximately 40%.
Operating at a clock transition enables a narrowing of the
linewidth of each nearest-neighbor peak down to a value
of 1.25 MHz limited by strain, independent of isotopic
purification. A reduction of the strain in the silicon directly
beneath the patterned microresonators could be achieved
either by control of the sputtering parameters [43,44] or
by cryogenically cooling substrates during deposition. The
elimination of strain in these devices could reduce the min-
imum spin linewidth by a factor of 2.5 (the difference
in linewidth between the patterned and unpatterned sam-
ples) and an understanding of the broadening mechanisms
behind the linewidth of approximately 0.5 MHz measured
in a 3D cavity could lead to further improvements. The
use of isotopically purified silicon would remove nearest-
neighbor mass shifts, which also broaden the line. Each
of the above strategies is likely to have an impact on the
coherence time of the memory due to the impact in terms
of concentration of resonator donor spins.

The cooperativity is also determined by the loss rate
from the resonator, given by the sum of κi, the internal loss
rate of the resonator, and κc, the coupling loss rate of the
resonator. For spin-echo experiments that form the basis of
quantum memory protocols, we require κc � κi such that
when a spin-echo forms, it can be coupled to a microwave
bus rather than lost to the resonator environment. State-
of-the-art planar microwave resonators have single-photon
quality factors in excess of 1 million [15], suggesting a
target coupled resonator quality factor of 10 000 in order
to achieve a memory efficiency of 0.99. In this work, the
internal Q factor is approximately 100 000, with a coupled
Q factor of approximately 30 000, meaning that this device
is suboptimally coupled for a high efficiency quantum
memory. In future devices, higher internal quality-factor
resonators—such as those already demonstrated at fields
compatible with bismuth clock transitions [14,45]—could
give high-efficiency (0.97) memories without impacting
the cooperativity measured here. The cooperativity in the
narrow-κ limit is discussed in the Supplemental Material
[22] and in Refs. [46,47].

In conclusion, we measure the linewidth of spin tran-
sitions in Bi-Si in devices compatible with quantum
memory protocols. We find that upon approaching clock
transitions, the linewidth of bismuth-donor spin transi-
tions narrows to 1.25 MHz for superconducting planar
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microresonators patterned upon the doped silicon and 0.5
MHz in unpatterned devices. We show that the linewidth
limit in microresonators is caused by strain at the metal-
silicon interface and, based on our results, we map out a
route to achieving sufficiently strong coupling to develop
microwave quantum memories based on bismuth-donor
spins in silicon.
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